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ABSTRACT 

Six-inch- (15.2-cm-) diameter cylinders containing through-cracks were fabricated 
from 0.020-inch- (0.051-cm-) thick Ti-5A1-2.5Sn ELI titanium and 0.022-inch- (0.056
cm-) thick A I S  301 stainless steel. Stress-relieved and non-stress-relieved cylinders 
were pressurized to burst at -423' and -320' F (20 and 77 K). The residual bending 
s t resses  in the titanium alloy were reduced from 65 000 to 6000 psi (45 000 to 4000 
N/cm2) by means of a stress-relieving heat treatment. The effect was an increase in 
fracture strength of about 10 000 to 15 000 psi (6900 to 10 400 N/cm 2). A reduction of 
residual stresses from 60 000 to 30 000 psi  (42 000 to 21 000 N/cm2) in the stainless-
steel cylinders did not appreciably change their fracture strength. 
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SUMMARY 

Experimental data are presented to show the effect of residual stresses on the 
strength of 6-inch- (15.2-cm-) diameter cylindrical pressure vessels fabricated from 
flat sheet. Specimens were  formed from nominally 0.022-inch- (0.056-cm-) thick 
AIS1 301 stainless-steel 60 percent cold-reduced material and were tested at -423' F 
(20 K). Specimens were also formed from nominally 0.020-inch- (0.051-cm-) thick 
extra-low-interstitial (ELI) grade of the titanium alloy Ti-5A1-2.5Sn and were tested at 
-320' and -423' F (77 and 20 K). Specimens were either in a partially stress-relieved 
or  non-stress-relieved condition and contained through-thickness fatigue cracks ranging 
from 0.15 to 1 .5  inches (0.38 to 3.8 cm) in length. 

The residual bending stresses introduced during the fabrication of the titanium alloy 
were reduced from 65 000 to 6000 psi  (45 000 to 4000 N/cm 2) through heat treatment. 
The effect w a s  an increase in the fracture strength of about 10 000 to 15 000 psi  (6900 to 
10 400 N/cm 2) independent of initial crack length. The combination of annealing and a 
reduction of residual stresses from 60 000 to 30 000 psi (42 000 to 21 000 N/cm 2) in the 
stainless-steel cylinders did not appreciably change their fracture strength. 

INTRODUCTION 

Pressure vessels are often fabricated by starting with flat sheet material and pro
ducing the required curvature in the sheet by one of a number of forming methods. Most 
of the methods result in the retention of residual stresses in the formed sheet. In some 
cases, the magnitude of the residual stresses can be an appreciable percentage of the 
yield o r  ultimate strength of the material. In the case of vessels containing flaws, the 
stress distribution in the vicinity of the flaw caused by pressure o r  external loading is 
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modified by the presence of residual stresses. Because the propagation of a flaw is de
pendent on the stress at the tip of the flaw, the strength of the vessel should be influenced 
by the residual stresses. It is important, therefore, to investigate the effect of residual 
stresses on the strength of vessels containing flaws and to determine associated material 
and temperature effects. 

Pressure vessels with small radii of curvature have higher residual stresses than 
those with larger radii if they are made from flat sheet of the same thickness and are not 
subjected to an annealing or stress-relieving process. Thus, if material properties de
termined for scaled-down test tanks are to be applied to larger vessels, the effect of the 
residual stresses on the results should be determined. Also, the effect of stress-relief 
treatment on the failure pressures or  stresses in tanks containing flaws is of interest. 

Information is available concerning residual stresses and their effect on structures 
which have been formed by bending (refs. 1 to 3). However, very little information is 
available which accounts for the influence of residual stresses on the strength of vessels 
containing flaws. 

A research program was  therefore conducted at the Lewis Research Center to obtain 
some insight into the effect of residual stress on the fracture strength of vessels contain
ing through-cracks. Scale model tanks were fabricated from flat sheet of two materials, 
AISI 301 stainless steel 60 percent cold-reduced and Ti-5A1-2.5Sn ELI titanium. These 
tanks, containing through-cracks of various lengths, were pressurized to the burst point. 
The 301 stainless-steel tanks were tested in the non-stress-relieved and 50 percent 
stress-relieved conditions. The Ti-5A1-2.5Sn ELI alloy tanks were tested in the non
stress-relieved condition. These results are compared with stress-relieved data ob
tained in a previous investigation using the same heat of material (ref. 4). In addition to 
the experimental work, an attempt was  made to predict burst  strength by using an analy
sis suggested by Robert B. Anderson (appendix). The analysis incorporates the effects 
of both residual stress and bulging in the vicinity of the flaw caused by internal pressure. 

TEST SPEC IMENS 

AIS1 301 Stainless-Steel  Spiral-Welded Tanks 

The pressure vessels which were fabricated from AISI 301 stainless-steel 60 percent 
cold-reduced material were formed by spiral wrapping nominally 0.022-inch- (0.056
cm-) thick sheet to form an 11' helix which w a s  then butt-welded (see fig. 1). The cylin

ders  were nominally 6 inches (15.2 cm) in diameter and 18 inches (45.7 cm) in length. 
The mill analysis of this material as furnished by the material supplier is given in 
table I. Specimens which were stress-relieved were heated for  8 hours at 750' F (673 K) 
and furnace cooled. 
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Figure 1. - AIS1 301 stainless-steel spiral-welded and titanium pressure vessels. 

Ti-5AI-2.5Sn ELI Ti tanium Tanks 

The Ti-5A1-2.5Sn ELI tanks were  also 6 inches (15.2 cm) in diameter and 18 inches 
(45.7 cm) in length and were fabricated from nominally 0.020-inch- (0.051-cm-) thick 
sheet using a single longitudinal butt weld (fig. 1). The material was  mill annealed at 
1325' F (991 K) for 4 hours and furnace cooled. The stress-relieved specimens were 
heated at l l O O o  F (867 K) for 2 hours and furnace cooled. The chemical analysis of this 
alloy is also given in table I. 

AIS1 301 Stainless-Steel Uniaxial Specimens 

The AIS1 stainless-steel 60 percent cold-reduced smooth and cracked tensile speci
mens shown in figure 2 were  tested to determine the uniaxial tensile properties. Heat-
treated and non-heat-treated specimens were  tested at -423' F (20 K). Non-heat-treated 
specimens w e r e  tested at -320' and 70' F (77 and 294 K). The test  data were  obtained 
from the same sheet stock as that used for the test cylinders. The direction of loading 
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rl (2.5) diameter 
\ 

(a) Smooth specimen. 

i i
L1 (2.5) diameter LElectrical-discharge-machined slot. 

0.8 (2.0) long p lus fat igue extension 

(b) Center-cracked specimen. 

Figure 2. - Sheet specimens. (All dimensions in inches (cm).) 

corresponded to an angle of 11' to the rolling direction of the sheet material. This direc
tion corresponds to the hoop direction in the spiral-wound tanks. Each specimen con
tained a nominally 1-inch (2.5-cm) central crack. Slots were made by using the same 
machining method as that used for the tanks; this method is indicated in the section 
APPARATUS AND PROCEDURE. Cracks were  made by low-stress-fatiguing the slot to 
the desired crack length. When testing to failure, an antibuckling fixture was  applied to 
the surface of each cracked specimen to prevent buckling of the crack lips out of the 
plane of the sheet. 

APPARATUS AND PROCEDURE 

Resid uaI Stress Measur e me nt 

The magnitudes of the residual stresses in the non-stress-relieved tanks and those 
remaining in the stress-relieved tanks had to be determined if they were to be considered 
analytically. Two measurement techniques were used to determine the magnitude of r e 
sidual stress. The first method consisted of mounting foil strain gages on the outer sur
face of a hoop sample cut from the fabricated cylinder. By cutting the sample longitudi
nally it w a s  possible to measure the relaxed strain, and thereby calculate the residual 
stresses which were relieved. 
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The second technique for determining residual s t ress  involved measuring the change 
in curvature of the cylinder following the relaxation of residual stress in a tank sample 
and subsequent analytical determination of the stress. Hoop samples were  again slit 
longitudinally and the new radius of curvature determined. The change in curvature is 
used in the following equation (ref. 2) to calculate the stress at the outer surface of the 
cylinder: 

where E is Young's modulus, t is the thickness, p is Poisson's ratio for  material, 
ro is the radius of the hoop before slitting, and rf is the radius of curvature after 
slitting. Equation (1)is based on a linear distribution of stress through the thickness 
of the material. Although this is an approximation, the values obtained for residual 
s t resses  are believed to be reasonably accurate. The values of E and p used in the 
calculations are given in tables I1 and IV. 

Fatigue C racking 

._Machined slots. - To obtain experimental data relating flaw size to critical hoop 
stress,  the tanks were provided with various-length through-slots, oriented longitudinally 
and, therefore, normal to the maximum principal stress. The slots were introduced by 
electrical discharge machining. The slots in the 301 stainless-steel specimens ranged 
in length from 0.60 to 1.30 inches (1.53 to 3.29 cm); those in the titanium tanks varied 
from 0.15 to 1.30 inches (0.38to 3.29 cm). 

Fatigue-cracking machine. - Following the machining of the through-slot, each cylin
der was  assembled in a fatigue-cracking machine. The rig, which is shown in figure 3, 
uses hydraulic pressure to low-stress cycle the cylinder until the slot is fatigue-cracked 
to the desired length. In order to pressurize the cylinder, the through-slot w a s  sealed 
with a composite patch and end closures were fastened into position with an alloy having 
a melting point of about 300' F (422K). A description of the patching and end closure 
procedure is given in the section Experimental Procedure. 

Control of fatigue crack. - The crack length was  controlled during low-stress Cycling 
by using a single-element foil gage. The gage was mounted on the surface of the speci
men near the slot tip and perpendicular to the expected direction of crack growth. As 
the fatigue crack propagates it eventually breaks the single element. When the element 
is broken, an open circuit occurs which causes the fatigue rig to shut down. By placing 
the gage at the appropriate position, the desired crack length was obtained. The stress 
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F igure 3. - Fatigue-crack-init iation rig. 

level for cycling varied inversely with the desired crack length, as may be seen in tables 
V and V I  for each specimen tested. The maximum cycle rate approached 1 cycle per 
second. Control of low-stress cycling w a s  accomplished remotely; the cycle rate and. 
upper and lower pressure levels were  monitored by remote readout equipment. 

Spiral-weld-heat-affected zone. - Cracks with lengths greater than 1 inch (2.54cm) 
were located with their centers at the spiral weld in the 301 stainless-steel tanks. Thus, 
the possibility of the crack growth extending into the weld-heat-affected zone was  avoided. 
Crack growth into the heat-affected zone would be expected to affect the failure strength 
of the tank. An investigation of the heat-affected zone not unexpectedly disclosed that a 
shrinkage s t ress  existed in the region of the spiral weld and decreased rapidly on both 
sides of the weld. The zone extended approximately 0.125 inch (0.318cm) on either side 
of the weld centerline. 
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Test Instrumentation 

Following the low -stress cycling to fatigue-crack each tank, NASA electrical resis
tance continuity gages w e r e  mounted on the surface of each specimen to measure sub-
critical crack growth. These multiple-element foil gages were  mounted at the tip of the 
crack, so that the parallel elements were perpendicular to the expected direction of 
crack growth. The gage elements were connected in parallel so that, as the crack grew 
through each element, finite resistance changes occurred. The resistance changes were  
monitored on read-out equipment and subsequently related to crack growth. A full de
scription of the mounting methods and application of NASA continuity gages is presented 
in reference 5. 

Experimental Procedure 

To prevent contamination of, and possible explosive damage to, the cryogenic test fa
cility, each cylinder w a s  completely disassembled and thoroughly cleaned following the 
fatigue-cracking process. 

Before testing the cylinders in liquid hydrogen or  liquid nitrogen, it w a s  again nec
essary to close the cylinder ends and seal the through-crack. The seal used was  a com
posite patch designed to ensure proper sealing without reinforcing the area surrounding 
the crack. A layer of 0.002-inch (0.005-cm) Mylar pressure-sensitive tape was  placed 
over the crack from inside the tank. A piece of 0.010-inch (0.025-cm) Mylar material 
was placed over the layer of tape. To prevent leaking during pressurization o r  local ef 
fects on the crack, the Mylar patch w a s  made large enough to cover the original crack 
plus an additional amount to allow for stable crack growth. Three additional overlapping 
layers of Mylar tape completed the patch. 

A cylindrical insert which reduced the volume of liquid hydrogen used in the test tank 
is described in reference 6.  This insert minimized damage to the test specimen and test 
facility at failure. After assembly, the specimen was  placed in a cryostat, submerged 
in and filled with the desired cryogen, and pressurized to burst. Gaseous helium was  
used as the pressurizing medium. A complete description of the test facility and the 
methods employed to decrease the hazards involved in a liquid-hydrogen test are pre
sented in reference 7. 
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RESULTS AND DISCUSSIONS 

Residual  Stresses 

The stress-relieving treatment used on the titanium alloy reduced residual stresses 
90 percent or  from approximately 65 000 to 6000 psi  (45 000 to 4000 N/cm2). The 
stress-relieving treatment used on the AISI 301 stainless-steel 60 percent cold-reduced 
material reduced residual stresses from approximately 60 000 to 30 000 psi (42 000 to 
21 000 N/cm 2). These values were obtained by using the change in curvature technique 
and were within 10 percent of the values obtained by using the foil strain-gage method. 

ResuI ts  of Stainless- SteeI UniaxiaI Tests 

The smooth and notched tensile properties of the AISI 301 stainless-steel material 
are listed in tables 11and III. Tests were conducted at -423', -320°, and 70' F (20, 77, 
and 294 K) for non-stress-relieved specimens. Stress-relieved specimens were tested 
at -423' F (20 K). In most cases three specimens were tested at each condition. The 
effect of stress-relieving w a s  to decrease the yield and ultimate strength. The average 
yield strength value for the non-stress-relieved specimens was 265x103 psi (183x103 

N/cm 2). Comparing this to an average value of 237x103 psi  (163x103 N/cm 2) for the 
stress-relieved specimen results in a 10.6 percent variation. The average ultimate 
strength did not change significantly when the material was  stress-relieved. 

An examination of the notch test data listed in table III shows that the nominal frac
ture toughness decreased from an average value of 155x103 psi (170x10 3 N/cm 2) to 
152x103 psi (167x103 N/cm 2) when stress-relieved, which is a 2 percent variation. Con
trary to the nominal toughness, an increase in fracture toughness from 172x103 to 
188x103 psi (189x103 to 206x103 N/cm 2) ( a 9 percent change) occurred when specimens 
were stress-relieved. It is believed that in some cases the critical crack length may 
have been overestimated by the continuity gage due to a phenomenon called "catastrophic 
shear. '' This phenomenon is discussed by Wessel in reference 8. The effect of cata
strophic shear on the accuracy of the continuity -gage-indicated crack length is discussed 
in reference 5. 

Resul ts  of B u r s t  Tests 

The failure strength of a pressure vessel in the presence of a flaw is related to 
crack length and stress level through a material property called the critical stress in
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tensity factor, or  fracture toughness. For  through-cracks in thin infinite sheets, the 
plane stress fracture toughness is given by (ref. 9) 

Kc = (TG 
where (T is the gross s t ress  normal to the plane of the crack and a is the critical half-
crack length. Nominal fracture toughness based on initial half-crack length a. is given 
by 

Kcn = ud"ao (3) 

A dimensional analysis containing a dimensionless bulge coefficient C w a s  derived 
in reference 4 to predict failure stresses in pressure vessels with through-cracks. The 
expression takes into account the increase in stress intensity due to bulging around the 
crack and plasticity at the crack tips. This concept has been extended in the appendix to 
include the effect of residual stress on fracture strength of cylindrical pressure vessels. 
The analysis thus estimates the decrease in strength of the pressurized cylinders by in
troducing a bulge coefficient C and a residual stress coefficient A to determine the 
hoop fracture strength. 

In order to use the analysis, the critical hoop s t ress  must first be determined from 
equation (A12) after the coefficients A and c have been empirically evaluated. Since 
the pressure vessels tested in this study contained two levels of residual s t ress  for each 
material, a statistical method employing a regression analysis was  developed in an at
tempt to find the bulge and residual stress coefficients. 

Application of the statistical method to the existing data resulted in unrealistic val
ues for both A and C. Since both coefficients a r e  very sensitive to e r ror ,  many more 
data points would probably have been necessary to obtain meaningful values. 

Figures 4(a) and (b) (non-stress-relieved data listed in table V) present the fracture 
strength of Ti-5A1-2. 5Sn ELI titanium alloy pressurized cylinders as a function of initial 
crack length. In figure 4(a), for the titanium alloy tested at -320' F (77K) the effect of 
the stress-relieving treatment is an increase in the hoop fracture stress of 10 000 to 
15 000 psi (6900 to 10 400 N/cm2) independent of initial crack length. This increase in 
failure stress is only 20 to 30 percent of the bending stress which was  relieved. This 
same phenomenon takes place at -423' F (20 K), as shown in figure 4(b). 

The residual s t resses  which were relieved were due to bending; therefore, the 
maximum stress existed only at the outer surface and decreased rapidly through the 
thickness. At the outer surface the metal is subject to the least amount of constraint. 
It can yield more easily in that region than, for instance, at the middle surface. Con
sequently, it is reasonable that there is not a one-to-one correspondence between the 
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Figure 4. -Effect of initial crack length and stress relief on hoop fracture stress of 
Ti-5AI-2.5Sn ELI titanium pressure vessels. Diameter, 6.0 inches (15.2cm); 
thickness, 0.020 inch (0.051 cm). 
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Figure 5. -Ef fect  of cr i t ical  crack length and  stress rel ief  on hoop fracture stress of Ti-5AI-2.5Sn ELI 
t i t a n i u m  pressure vessels a t  -320" F (77K). Diameter, 6.0 i nches  (15.2 cm); th ickness, 0.020 i n c h  
(0.051 cm). 

residual stress present and the decrease in burst strength of the vessels. However, the 
10 000- to 15 000-psi (6900- to 10 400-N/cm 2) decrease in burst strength due to residual 

s t ress  is very significant even though it is only 20 to 30 percent of the residual stress. 
Figure 5 (non-stress-relieved data listed in table V) is a plot of fracture s t ress  

against critical crack length (as opposed to initial crack length in fig. 4) fo r  the titanium 
alloy tested at -320' F (77K). Thus, the crack growth which took place during pressur
ization of the cylinders and which was  measured by continuity gages is accounted for in 
this plot. 

Burst tests for the titanium alloy at -423' F (20 K) showed no measurable subcritical 
crack growth; thus, the initial crack lengths presented in figure 4(b) are also the critical 
crack lengths. 

Figures 6 and 7 (data listed in table VI) show fracture strength at -423' F (20 K) of 
301 stainless-steel 60 percent cold-reduced cylinders as a function of initial and critical 
crack length, respectively. Both figures show no variation in fracture strength between 
the non-stress-relieved and stress-relieved 301 stainless-steel tanks, even though the 
residual stresses in these cylinders were  reduced about 50 percent, o r  from 60 000 to 
30 000 psi (42 000 to 21 000 N/cm2). The stress-relieving treatment also slightly an
nealed the material. Stress-relieving and annealing in combination probably compen
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sated for each other and thus resulted in essentially no change in the fracture strength of 
the cylinders. 

CONCLUDING REMARKS 

Residual bending stresses due to roll-forming of 6-inch- (15.2-cm-) diameter cylin
ders  were experimentally determined. In titanium alloy, Ti-5A1-2.5Sn ELI, cylinders 
fabricated from sheet (nominally 0.020 inch (0.051 cm) thick), the residual stress was 
approximately 65 000 psi (45 000 N/cm 2). In cylinders fabricated from AIS1 301 
stainless-steel, 60 percent cold-reduced sheet (nominally 0.022 inch (0.056 cm) thick), 
the residual stress was approximately 60 000 psi (42 000 N/cm 2). 

Burst tests at -320' and -423' F (77and 20 K) of titanium cylinders containing
through-cracks ranging in length from p1to 121inches (0.64 to 3 .8  cm) showed that 

stress-relieving the cylinders increased the fracture strength about 10 000 to 15 000 psi 
(6900 to 10 400 N/cm2) independent of the initial crack length. This increase in strength 
was  about 20 to 30 percent of the bending s t ress  relieved. 

Burst tests at -423' F (20 K) of through-cracked stainless-steel cylinders in the non
stress-relieved and 50 percent stress-relieved conditions showed the stress-relief treat
ment had no effect on the fracture strength of the cylinders. It is believed that the reduc
tion in residual stress and the annealing effect of the stress-relief treatment compensated 
f o r  each other, and thereby eliminated the beneficial effect normally expected from stress 
relieving. 

Lewis Research Center, 
National Aeronautics and Space Administration, 

Cleveland, Ohio, June 14, 1968, 
124-08-08-19-22. 
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APPENDIX - FRACTURE ANALYSIS FOR CRACKED, ROLL-FORMED, 

PRESSURIZED CYLINDERS 

by Robert B. Anderson* 

The stress intensity near a through-crack in a roll-formed, pressurized cylinder is 
influenced by three major loading components: circumferential membrane stress, local 
bending caused by pressure-bulging around the crack, and residual bending stress due to 
roll-forming. The use of stress intensity factors associated with each of these loading 
conditions for  relating the fracture strength of roll-formed, pressurized cylinders to 
vessel geometry, material properties, and residual stress is discussed herein. 

The stress condition near a crack caused by circumferential tension in the cylinder 
wall is assumed to be the same as that near a crack in a tensioned flat sheet. For this 
reason the elastic stress intensity factor related to circumferential membrane stress is 
considered to be that of an infinitely large flat sheet stressed uniformly in tension. The 
circumferential s t r e s s  intensity factor is given in reference 4, as derived from the flat-
sheet stress intensity factor of reference 9, in te rms  of the circumferential membrane 
stress uh and the plastically corrected half-crack length 5 by 

The bending stress intensity factor associated with pressure-bulging around the 
crack is derived through a semiempirical dimensional analysis in reference 4 as 

KphGc a  
R 

in which a is half the crack length, R is the radius of the cylinder, and is an em
pirical coefficient. 

The s t ress  intensity factor related to residual bending s t ress  in the roll-formed 
cylinder is approximated by that of an infinitely large sheet subjected to uniform bending. 
The stress intensity factor due to a remote bending moment is given in reference 10 as 

K~ = uodn-a (A31 

in which uo is the remote s t ress  in the surface layer of the sheet. When referred to a 
roll-formed cylinder, the residual bending stress intensity factor is given as 

+
Carnegie Mellon University, Pittsburgh, Pa. 
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in which ur is the residual bending s t ress  in the outer surface of. the cylinder. The 
total stress intensity factor is 

At this point the Griffith-Irwin fracture condition could be used to relate the critical 
pressure o r  critical circumferential stress to the crack length and the vessel geometry. 
This condition specifies that fracture occurs when the stress intensity factor (in this 
case, the opening mode stress intensity factor) attains or  exceeds a critical value; that 
is, 

K- 2 1  
KC 

,or, if referred to the outer-surface stress intensity factor of a pressurized, roll-formed 
cylinder, 

K t C  

In the absence of pressure-bulging and residual bending, the critical total s t ress  
intensity factor should be that of a flat sheet of equal thickness, namely, the fracture 
toughness Kc. Accordingly, Ktc must equal or exceed Kc so that the fracture condi
tion of inequality (A7) becomes 

Then, from equations (1)to (3) and inequality (A8), the critical circumferential 
stress is 

Ohc - (A91
a1 + c -
R 
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According to the condition specified by inequality (A8), for the special case of 
Kh = 0 the total bending stress intensity factor % + at fracture must equal the ten
sile fracture toughness Kc. However, experimental evidence is given in reference 11 
that indicates, f o r  pure bending of Plexiglas sheet, the critical bending stress intensity 
factor Kmc is 2 to 221times the tensile fracture toughness Kc. Although these relative 
toughness values are reported for only one material, the observation suggests that frac
ture under bending is not determined exclusively by the tensile stress intensity on the 
outer surface. 

An interaction criterion relating critical bending and critical extensional stress in
tensity factors must be used to account for  the observations of reference 11. The sim
plest interaction condition for fracture is the linear inequality 

%'Kr +-Kh 1 1  ( A W  
Kmc KC 

which reduces to inequality (A7) for  Gc= Kc. If the ratio K c / S c  is designated by 
A, the linear interaction fracture condition becomes 

Accordingly, the critical circumferential stress is derived from equations (1) to (3) 
and inequality ( A l l )  as 

-0hc - - al + A C  -
R 

It is likely that the ratio A varies with material properties, sheet thickness, and 
environmental conditions. Hence, both A and c must be evaluated experimentally for 
specific materials in specific environments. 
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TABLE - MATERIAL COMPOSITION 

Material Heat Composition, wt. % 
-~ 

~ 
~ 

4ISI 301 stainless steel, 348 524 Ni Mn 
50 percent cold-r educeda 

p : 6 1 7.10 1.44 

~~__._ 

Ti-5A1-2.5Sn ELIb D-3272 H 0 Sn I Mn 

0.006 to 0.009 0.08 2.5 10.006 

aThose specimens which were stress-relieved were  heated at 750' F (672 K) for  8 h r  and 
furnace cooled. 

bSheet was  annealed at 1325' F (991 K) for  4 h r  and furnace cooled. After fabrication, 
specimens which were  stress-relieved were heated at l l O O o  F (867 K) f o r  2 h r  and 
furnace cooled. 

I 




TABLE II. - SMOOTH PROPERTIES OF AIS1 301 STAINLESS STEEL, 60 PERCENT COLD-REDUCED, 

STRESS- RE LIEVED AND NON-STRF:SS-RE LIEVED 

[Angle to rolling direction, 11O.1 
-I 

(a) u. s. Customary units (b)SI Units 

Temper- Stress I. 2 percen 
ature, relieveda yield 
OF strength, 

psi  

70 No 	 2 1 7 ~ 1 0 ~  
2 12 
216 

2 1 5 ~ 1 0 ~  

-320 No 	 234x1O3 
242 
243 

I Average 2 3 9 ~ 1 0 ~  

-423 No 	 2 5 7 ~ 1 0 ~  
275 
263 
267 

I Average 2 6 5 ~ 1 0 ~  

Yes 	 2 4 1 ~ 1 0 ~  
232i -423 237 

I
I Average 2 3 7 ~ 1 0 ~  


~~ 

Ultimate Modulus of remper- Stress  . 2  percen Ultimate Modulus of 
strength, elasticity, 

ps i  E, 
psi  
__ 

2 3 9 ~ 1 0 ~24. 3X106 
231 24.6 
238 24.3 

-

2 3 6 ~ 1 0 ~24. 4X106 
.

3 3 1 ~ 1 0 ~28. 8X106 
329 26.3 
328 27.4 

.

3 2 9 ~ 1 0 ~27. 5X106 

3 2 4 ~ 1 0 ~28. 8x1O6 
321 25.7 
324 26. 9 
320 26.3 

-

3 2 2 ~ 1 0 ~26.9 
-

3 2 9 ~ 1 0 ~28. 3X106 
327 28.5 
324 29.6 

3 2 7 ~ 1 0 ~28. 8X106 

ature, relieveda 
K 

294 No 

Average 

Average

T

Average 

2o r 
Average 

yield strength, elasticity, 
strength, N/cm2 E, 
N/cm2 N/cm2

I 

I I 


1 4 9 ~ 1 0 ~  1 6 5 ~ 1 0 ~16. 7x106 
146 159 16.9 
149 164 16.7 

I I 
1 4 8 ~ 1 0 ~  

I I 

161x1O3 228X103 I 19.8X106 I 

167 

167 


1 6 5 ~ 1 0 ~  
! I 

1 7 7 ~ 1 0 ~  2 2 3 ~ 1 0 ~  19. 8x106 
189 221 17. 7 
181 223 18.5 
184 220 18. 1 

1 8 3 ~ 1 0 ~  222x103 I 18.5X106 I 
166X1O3 2 2 7 ~ 1 0 ~19. 5x106 

160 

163 


1 6 3 ~ 1 0 ~  


19 


%eat treated at 75( F (672 K) for  8 hr. 



TABLE III. - NOTCH PROPERTIES OF AIS1 301 STAINLESS STEEL, 60 PERCENT 

COLD-REDUCED, STRESS-RELIEVED AND NON-STRESS-RELIEVED 

Temper Stress 
ature, relieveda 

O F  

-320 

-423 

-423 

Temper 
ature, relieveda 

K 

77 No 

20 


~ 

20 Yes 

I 

[hgle to rolling direction, 1l0.] 

I*
(a) U. s. Customary Units 

Thickness, Initial Critical Gross Net Nominal Fracture 
crack crack fracture fracture fracture toughness, 
length, length, stress, stress, toughness, psi  6
in. in. psi psi psi 6 

0.0228 1.024 1.30 110x10~ 168X103 16OX1O3 1 9 2 ~ 1 0 ~  
.0228 1.039 1.33 111 170 162 196 

1.32 110 168 160 195 

Average 1 1 0 ~ 1 0 ~  1 6 9 ~ 1 0 ~  161X103 1 9 4 ~ 1 0 ~  

1.13 1O6X1O3 162x1O3 1 5 0 ~ 1 0 ~  161x1O3 
.0228 1.024 1.26 110 169 157 183 
0229 1.028 1.16 110 169 158 172 

Average 1 0 9 ~ 1 0 ~  1 6 7 ~ 1 0 ~  1 5 5 ~ 1 0 ~  1 7 2 x 1 0 ~  

0.0226 1.024 1.25 1 0 7 ~ 1 0 ~  1 6 3 ~ 1 0 ~  1 5 4 ~ 1 0 ~  1 7 8 x 1 0 ~  
.0225 1.011 1.36 105 159 149 188 
.0226 1.012 1.39 107 162 153 196 

.- . 

1O6x1O3 1 6 2 ~ 1 0 ~  1 5 2 ~ 1 0 ~  188X103 

(b) SI units 

Critica Gross Net Nominal Fracture 
crack crack fracture racture fracture toughness, 
length, length stress,  stress, toughness, 

( N / c m 2 , Gcm N/cm2 N/cm N / c m 2 ) G  

0.0579 2.601 3.30 7 6 . 0 ~ 1 0 ~  .16x103 1 7 6 ~ 1 0 ~  211x10~ 
,0579 2.639 3.38 76. 1 17 178 215 

3.36 76.0 16 176 214 

7 6 . 1 ~ 1 0 ~  16x1O3 1 7 7 ~ 1 0 ~  2 1 3 ~ 1 0 ~  

0.0577 2.601 2.87 7 2 . 9 ~ 1 0 ~  1 2 x 1 0 ~  1 6 5 ~ 1 0 ~  1 7 7 ~ 1 0 ~  
.0579 2.601 3.20 75.9 17 173 201 

2.95 75.9 17 173 189 

7 4 . 9 ~ 1 0 ~  15x103 1 7 0 ~ 1 0 ~  1 8 9 ~ 1 0 ~  

0.0574 2.601 3.16 7 3 . 4 ~ 1 0 ~  1 2 x 1 0 ~  1 6 9 ~ 1 0 ~  196x10' 
.0572 2.568 3.45 72.0 10 164 206 
.0574 2.570 3.52 73.4 12 168 216 

Average 7 2 . 9 ~ 1 0 ~  11x10~ 1 6 7 ~ 1 0 ~  206X1O3 

n 

~. 

Beat treated at 750' F (672 K) for  8 hr. 
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TABLE IV. - SUMMARYOF AVERAGE TEST DATA AND MATERIAL COEFFICIENTS 

(a) U. S. Customary Units 

Material  

Ti-5A1-2.5Sn ELI titanium, 
stress-relieved and non
stress-relieved 

AIS1 301 stainless steel, 
60 percent cold-reduced 

Material 

ri-5A1-2.5Sn ELI titanium, 
stress-relieved and non
stress-relieved 

US1 301 stainless steel, 
60 percent cold-reduced 

%ef. 12. 
bRef. 4. 
'Ref. 13. 

Tem- 3.2  percent 
per- yield 

ature, strength, 
O F  psi 

-423 

-320 
~ 

-423 2 3 7 ~ 1 0 ~  

-423 2 6 5 ~ 1 0 ~  

Tem - D. 2 percent 
per - yield 

ature, strength, 
K N/cm2 

20 

77 

20 

20 

ffltimate 2 to 1 Frac ture  Nominal Elastic Modulus 
itrength, biaxial toughness, f rac ture  'oisson's of 

ps i  yield 
KC' toughness, ratio, elasticity, 

strength, 
psi  psi& Kc,* P E, 

ps i  & I psi 

'0.380 3 7 .  7X106 

'. 390 38.1X106 

Stress-relieved 

3 2 7 ~ 1 0 ~2 7 2 ~ 1 0 ~  
(assumed) 

3 2 2 ~ 1 0 ~3 0 5 ~ 1 0 ~1 
(b) SI Units 

Ultimate 2 to 1 
strength, biaxial 

psi  yield 
N/cm2 strength, 

N/cm2 

188x103 1 5 2 ~ 1 0 ~  0.30 2 8 . 8 ~ 1 0 ~  
(assumed) 

1 7 2 ~ 1 0 ~  I 1 5 5 ~ 1 0 ~I 0.30 26. 9X106 
(assumed) 

Frac ture  Nominal 
toughness, f rac ture  

KC7 toughness, 

'. 390 b 2 .  5X106 

Stress-relieved 

0.30 19. 8X106 
(assumed) 

Non-stress-relieved 

1 8 9 ~ 1 0 ~  17OX1O3 0.30 18. 5X106 
(assumed) 

21 




- -  

- -  

-- 

---- 

---- 

- - -- -- 

-- 

TABLE V. - GEOMETRY AND TEST DATA FOR Ti-5Al-2.5SnELI TITANIUM ALLOY, 

6-INCH-(15.2-CM-) DIAMETER NON-STRESS-RELIEVED SPECIMENS 

[Minimum s t r e s s  for  cyclic loading to fatigue crack, 1.&lo3 ps i  (0.97X10 3 N/cm 2).] 

(a) u. s. Customary units 
~~ . - -. _ _  .. - .- -. 

Tem - Radius, Thick- Slot Initia h i t i ca l  Cycles to Cyclic loading to fatigut Ioop s t r e s s  at 
per  - in. I ness, length, crack crack fatigue crack crack, maximum stress iailure due to 

ature in. lengtk length, psi  internal 
OF in. pressure,  

- .___ 
in- I 

.. . - psi  

-423 0. 15 0.215 6130 36. 4x1O3 1 1 5 ~ 1 0 ~  
. 3 0  .690 6900 27.2 55.8 
.60  .728 "500 and 1600 a31. 6X103 and 2 3 . 7 ~ 1 0 ~  49.4 
.80 .957 2500 15. 4x1O3 33.4 

- 1.30 1.501 5640 6 .8  22.4 
- - - -

-320 0. 15 0.218 0.35 5300 3 3 . 2 ~ 1 0 ~  1 5 2 x 1 0 ~  
.30 .477 .53  7000 27.4 93.9 
. 6 0  .732 .76 1700 23.6 66.0 
.80 1.001 1.11 5000 13.3 54.7 

1.30 1.471 1.48 6000 6.7 32. 5 - -. - .  -

(b) SI Units 
.~ _. . - ~- - -~. _-

Tem- Radius, Thick- Slot Initial ki t ica  Cycles to Cyclic loading to fatigue Hoop s t r e s s  ai 
per - cm ness, length crack crack fatigue cracl crack, maximum s t ress ,  failure due to 

cm cm length length N/cm2 internal 
cm cm pressure,  

--__ .. . . -

0.0503 0.38 0.546 6130 2 5 . 1 ~ 1 0 ~  79. ~ 1 x 1 0 ~  
.0493 . 7 6  1.753 _- - - 6900 18.7 38.5 
.0483 1.52 1.849 a500 and 1601 a21. 8X103 and 1 6 . 3 ~ 1 0 ~  34.0 
.0447 2.03 2.431 __- - 2500 

n 

10.6X10' 23.0 
.0503 

_-
3.30 3.813 

__ 
_--- 5640 4.7 

- . -.- -
15.4 

N/cm2 _ _ 

I. 0483 0.38 0.554 0.89 5300 2 2 . 9 ~ 1 0 ~  1 0 5 . 0 ~ 1 0 ~  
7.65 .0503 .76  1.212 1.35 7000 18. 9 64.7 
7.62 .0485 1.52 1.859 1.93 1700 16.3 45.5 
7.62 .0488 2.03 2.537 2.82 5000 9.2 37.7 
7.65 .0516 3.30 3.736 3.76 6000 4.6 22.4 

- - -. ~- _ _ _ _ _ _  ~. .- ---- .. 

aSpecimen cycled at  two maximum s t r e s s  levels. 
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TABLE VI. - GEOMETRY AND TEST DATA FOR AIS1 301 STAINLESS-STEEL, 60 PERCENT 

COLD-REDUCED, 6-INCH- (15.2-CM-) DIAMETER TANKS 

b i n i m u m  s t r e s s  for  cyclic loading to fatigue crack, 1.4X10 3 p s i 1  

(a) U.S. Customary Units 

Tem - Radius, Thick- Slot Initial !ritical Cycles to 
per - in. ness, length, crack crack atigue crack 

ature, in. in. length length, 
OF in. in. 

~~ 

-423 3.01 I. 0222 0.060 0.171 (a) 15 700 
3.00 .0221 .125 .188 0.30 b90 000 and 

50 000 
3 .01  .0223 .250  ,416 .58  130 000 
3.01 .0235 .350 .429 .68 1400 
3 .01  .0230 .500 .706 .94  12 500 
3.00 .0227 .800  .962 (c) 4 800 
2.99 .0230 1.300 1.477 (c) 26 700 
3.00 .0231  1.300 1.482 1.73 8 000 
3.00 .0231  .125 .190 .30  53 000 
3.02 .0231 .350 .422 .55  2 400 
3 .01  .0210 .500  .696 . 8 9  26 900 
3.00 .0223 .800 .977 1.3 1  27 000 
3.02 .0208 1.300 1.463 (c) 7 300 

-320 3.00 3.0225 0.060 0.161 11000 
3.02 .0231  . 125 .170 10 900 
3.02 .0220 .250  .390 39 000 
3.01 .0233 .350 .472 1900 
3.01 .0234 .500  .720 18 400 
3.02 .0232 .800 . 8 8 1  8 000 
3.02 .0231 1.300 1.452 8 700 

aNo crack growth indicated. 

bSpecimen cycled at  two maximum s t r e s s  levels. 

'Insufficient continuity-gage data. 


Cycling loading tc 
fatigue crack, 

maximum s t ress ,  
ps i  

5 6 . 0 ~ 1 0 ~  
b13. 6 ~ 1 0 ~and 

2 0 . 5 ~ 1 0 ~  


2 0 . 5 ~ 1 0 ~  


45.7 

19.6 

20.5 


8.2 

7.2 


20.9 

39 .1  


17. 9 
10.9 
10.5 

61. 4x1O3 
45.7 
23.9 
52.2 
17.6 
13.0 
13.0 

Hoop s t ress  S t ress  
at failure relieved 

due to 
internal 

pressure,  
psi  

2 0 3 ~ 1 0 ~  


193 


124 

121 

74.1 


58 .1  


37 .1  


31.0 

181 


125 

81.0 

57.3 

40.4 


2 0 2 x 1 0 ~  


196 

133 

126 

79.4 

59.5 

35.3 
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TABLE VI. - Concluded. GEOMETRY AND TEST DATA FOR AIS1 301 STAINLESS-STEEL, 

60 PERCENT COLD-REDUCED, 6-INCH- (15.2-CM-) DIAMETER TANKS 

[Minimum s t r e s s  for  cyclic loading to fatigue crack, 0.97X10 3 N/cm 2.]
L 

-
Tem - Radius 
per  - cm 

ature 
K 

-
20 	 7.65 

7.62 

7.65 
7.65 
7.65 
7.62 
7.59 
7.62 
7.62 
7.67 
7.65 
7.62 
7.67 

77 	 7.62 
7.67 
7.67 
7.65 
7.65 
7.67 
7.67-

(b)SI units 
.-~ -. .. -. . - .  . . -

Thick. Slot Initial Zritica Cycles to 
ness, length, crack crack fatigue crack 
cm cm length length 

cm cm 

-c__-

D. 0564 0.152 0.434 (4 15 700 
.0561 .318 .478 0.77 b90 000 and 

Cycling loading t c  
fatigue crack, 

maximum stress, 
N/cm2 

._. .

38. 6x1O3 
b9.4x10 3 and 

1 4 . 1 ~ 1 0 ~  
1 4 . 1 ~ 1 0 ~  
31.5 
13.5 
14.1 
5.7 
5.0 

14.4 
26.9 
12.3 
7 . 5  
7.2 

4 2 . 3 ~ 1 0 ~  
31. 5 
16.5 
36.0 
12.1 
9.0 
9.0 

- --. . .

. .  -
Hoop s t r e s  S t ress  
at failure relieved 

due to 
internal 
pressure,  

-_ N/cm2 
..

1 4 0 ~ 1 0 ~  I I 

133 

85. 6 
83.6 
51.1 
40.0 
25.6 
21.4 

124 Yes 
86.1 
55.8 
39.5 
27.8 1 

1 3 9 ~ 1 0 ~  No 
135 
91.3 
86.7 
54.7 
41.0 
24.3 

.0566 .635 1.057 1.46 

.0597 .889 1.080 1.72 

.0584 1.270 1.793 2.38 

.0577 2.032 2.443 (c)  

.0584 3.302 3.752 (c)  

.0587 3.302 3.764 4.40 

.0587 .318 .4a3 .77 

.0587 .889 1.077 1.41 

.0533 1.270 1.768 2.27 

.0566 2.032 1.482 3.33 

.0528 3.302 3.726 (c )
- .. ~ __ -. 

1.0572 3.152 I. 409 0.63 
.0587 .318 .430 .71  
.0559 .635 .991 ( c )  
.0592 .889 1.199 (c)  
.0594 1.270 1.829 2.38 
.0589 b .  032 l .  238 2.87 
.0587 3.302 3.688 

50 000 
130 000 

1 400 
12 500 
4 800 

26 700 
8 000 

53 000 
2 400 

26 900 
27 000 
7 300 

11 000 
10 900 
39 000 
1 900 

18 400 
8 000 
8 700(c)

~-

%To crack growth indicated. 
bSpecimen cycled at two maximum stress levels. 
‘Insufficient continuity-gage data. 
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